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Test Results | THERMORY® White Ash 
Formaldehyde Content

TESTED

 f Content of formaldehyde of THERMORY® White Ash.

Formaldehyde
Content

RESULTS

 f Thermal modification reduces the formaldehyde content, 
more so than standard kiln-dried woods.






